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Field Quality Assurance Administrator



Refinery-Supplied Material



Refinery-Supplied Material



Collect Certificates of 
Delivery

1 / Transport
(Additives – Collect 
CD or CA per MSM)

Questionable 
Material?

Sample or
Contact District 

Lab

YesSample

Private Lab
Contact DL

Maintain CD File 
for Asphalt District 

Inspector

No

Provide ADI With 
CD File and 
Appropriate 

Information During 
Routine Visit

Contractor Responsibilities for Asphalt Binder



Refinery-Supplied Material



ADI
Investigate & Take 

Project Verification 
Samples

Collect Certificates of 
Delivery from 

Contractor

Asphalt District Inspector Responsibilities
Minimum 1/Month Visit

Questionable 
Material?
Problems?

Yes

No

Collect Monitor 
Sample

1 / Grade (Working 
Tank) & Transport 

(if available)

Group by Source, 
Binder Grade, & 

Project
Enter CDs Groups Into 

SiteManager as 
Acceptance Samples

Enter into 
SiteManager as 

Monitor Samples
Identify Contractor 
Plant and Sample 

Point

Send Monitor and 
Project Verification 
Samples to Matlab

Enter Samples in 
SiteManager

Contact Matlab to 
Describe Issues

Store CDs with 
project file

Group by Source, 
Binder Grade, & JMF

Enter CDs Groups Into 
SiteManager as 

Monitor Samples





ADI
Investigate & Take 

Project Verification 
Samples

Collect Certificates of 
Delivery from 

Contractor

Asphalt District Inspector Responsibilities
Minimum 1/Month Visit

Questionable 
Material?
Problems?

Yes

No

Collect Monitor 
Sample

1 / Grade (Working 
Tank) & Transport 

(if available)

Group by Source, 
Binder Grade, & 

Project
Enter CDs Groups Into 

SiteManager as 
Acceptance Samples

Enter into 
SiteManager as 

Monitor Samples
Identify Contractor 
Plant and Sample 

Point

Send Monitor and 
Project Verification 
Samples to Matlab

Enter Samples in 
SiteManager

Contact Matlab to 
Describe Issues

Store CDs with 
project file

Group by Source, 
Binder Grade, & JMF

Enter CDs Groups Into 
SiteManager as 

Monitor Samples





Refinery-Supplied Material



District Lab Responsibilities

Randomly Select 
1 Core / JMF / Project 

Taken From 1st Roadway 
Lot

Enter into SMM as 
Monitor Sample

Identify core with 
Contract, Plant, 
JMF, and Date

Send to Matlab







Plant-Blended Material



Plant-Blended Material



Collect Certificates of 
Delivery of Base 
Asphalt Binder
1 / Transport

(Additives – Collect 
CD or CA per MSM)

Maintain CD File 
for Asphalt District 

Inspector

Provide ADI With 
CD File and 
Appropriate 

Information During 
Routine Visit

Contractor Responsibilities for Asphalt Binder (Plant Blended)

For Each Grade During 
Production

1 Sample / Day
2 Samples / Month

Daily Sample of Each 
Grade

DSR Test 
Performed by 
Contractor or 

Private Lab

2 / Month Samples of 
Each Grade

Full Analysis by 
Contractor or 

Private Lab

Provide Testing 
Results to Matlab



Plant-Blended Material



ADI
Investigate & Take 

Project Verification 
Samples

Collect Certificates of 
Delivery from 

Contractor

Asphalt District Inspector Responsibilities (Plant Blended)

Questionable 
Material?
Problems?

Yes

No

Collect Monitor 
Samples

1 / Grade / Week & 
Base Asphalt

Group by Source, 
Binder Grade, & 

Project
Enter CDs Groups Into 

SiteManager as 
Verification Samples

Enter into 
SiteManager as 

Monitor Samples
Identify Contractor 

Plant

Send Monitor and 
Project Verification 
Samples to Matlab

Enter Samples in 
SiteManager

Contact Matlab to 
Describe Issues

Store CDs with 
project file

Group by Source, 
Binder Grade, & JMF

Enter CDs Groups Into 
SiteManager as 

Monitor Samples





Plant-Blended Material



Randomly Select 
1 Core / JMF / Project 

Taken From 1st Roadway 
Lot

Enter into SMM as 
Monitor Sample

Identify core with 
Contract, Plant, 
JMF, and Date

Send to Matlab

District Lab Responsibilities (Plant Blended)



Emulsified Asphalt Tack Coat



Emulsified Asphalt Tack Coat

Group by Source
Enter CD Groups Into 

SiteManager as
Acceptance Samples

Sample if 
Questionable

Send 
Questionable 

Samples to Matlab



Emulsified Asphalt Tack Coat

District Lab Test
Verification Samples

1 / 15,000 Gallons
(App. 3 Transports)

Send 
Questionable 

Samples to Matlab



Emulsified Asphalt Tack Coat

Collect Monitor
Samples

1 / Type / Project
Enter into 

SiteManager
Send to Matlab



Thank you!

Questions?
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